aucks 82

Testing Laboratories, Inc.

940 South Harney St., Seattle, WA 98108 (206) 767-5060 FAX 767-5063

Chemistry. Microbiology: and Technical Services

CLIENT: Alaskan Copper Horks Certificate of Analysis
P. 0. Box 3346 ' Work Orderd @ 90-01-024
Seattle, WA 98124 DATE RECEIVED : 01/03/30
DATE OF REPORT: 01/28/90
ATTN : Raphael Acholonu CLIENT JOB ID : M13023
Work 1D HI
Taken By : Client
Transported by: Hand Delivered
Type : Hater

SAMPLE IDENTIFICATION:

Sample Collection
Description Date
0IA 1-3-3200-M13029 Netro Splt 01703790 10:20

Unless otherwise instructed all sasples will be discarded on 02/09/30

Respectfully subaitted,
Laucks Testino Laboratories, Inc.

L 77, QoD

J. H. QOwens

Charter Member American Council of Independent Laboratories

AKC-0014842



Lauckse

‘Testing Laboratories, Inc.

940 South Harney St., Seattle, WA 98108 (206) 767-5060 FAX 767-5063

Chemistry. Microbiology, and Technical Services

CLIENT s Alaskan Copper Works

TESTS PERFORMED AND RESULTS:

finalyte

Chrosius (Method 218.1)
Copper (Method 220.1)
Nickel (Method 249.1)

linc (Method 289.1)

Units

mo/L
ng/L
ng/L

mg/L

1.0

1.0

1.2

0.13

Certificate of Analysis

Work Order % 90-01-024

Charter Mernber American Council of Independent Laboratories

AKC-0014843



